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GRAPHICS DISCLAIMER 

All figures, graphics, tables, equations, etc. merged into this 
translation were extracted from the best quality copy available. 



ABSTRACT Based on plate sheared interference photographs 
taken of vapor plumes produced by coupling 1.06/xm length pulse 
Nd:glass laser and LY12 aluminium targets, measurements were made 
that shock wave speeds in air for t<50/zs were approximately 473m/s 
and vapor plume front diffusion speeds were approximately 162m/s. 
Making use of relevent thermodynamic characteristic equation sets 
associated with vapor plume plasma, maximum values obtained for ion 
density, ion temperature, degree of ionicity, and absorption 
coefficients were, respectively, the results 

N.tsZ. lX10,7cm-s,T«*6096K,i?«0. 0l4,a<i.o*»i*«0. 03cm-' 

KEY-WORDS Laser interactions with materials Plasma diagnosis 



I.  INTRODUCTION 

As far as vapor plumes produced by LY12 aluminum targets 
irradiated by long pulse lasers are concerned, measurements for the 
characteristic parameters are important contents associated with 
studies of destruction mechanisms in laser interactions with 
materials. 

Normally, due to causes in various areas, studies of 
interferograms are always limited to discussions of refractive 
indices and electron densities.  However, very rarely is their 
consideration linked up with relevent characteristic equation sets 
associated with plasma. This article lays stress on going through 
measurements of air shock wave speeds and corresponding vapor plume 
pressures produced by the coupling of lasers and LY12 aluminum 
targets in order to determine pressures associated with 
interference striation positions. Finally, based on thermodynamic 
characteristic equation sets related to vapor plume plasma, 
solution is made for a series of characteristic parameters 
associated with vapor plumes produced by the coupling of lasers and 
LY12 aluminum targets. 

II.  EXPERIMENTAL APPARATUS AND RESULTS 

In order to photograph interferograms for changes in 
refraction indices at different instants produced by the coupling 
of lasers and targets, use is made of a coordination of wedge 
dislocation interference and high speed frame cameras. In order to 
record the process of high speed changes, use is made of ruby pulse 
laser beams to act as interference light sources. 

Under conditions where the lasers hitting targets have 
energies of 40J, pulse widths of approximately 1ms, and average 
power densities of approximately 107W/cm2 , interference frame 
photographs are taken of vapor plumes produced after lasers hit 
targets—as shown in Fig.2.  In Fig.'s, it is possible to clearly 
see that, in the initial stages of laser and target coupling, air 
shock waves and aluminium vapor produced by lasers heating target 
surfaces spray out almost simultanously from target surfaces. 
Following along with increases in coupling times, aluminum vapor 
diffusion fronts gradually fall behind air shock wave fronts. 
Before displacements of datum reference striations in interference 
striation graphs, one has the appearance of reverse bending.  The 
explanation for this is that vapor plume densities at this location 
produced sudden changes.  That is, a clear region existed between 
vapor plume fronts and air shock waves.  Following along with 
increases in free oscillation random peak pulses and target 
coupling times, the axial symmetry characteristics of striations in 
interferograms were exceedingly bad.  In conjunction with this, 
they were usually accompanied by small particulate shadows.  /24 



Fig. 1    Optical arrangement for obtain the frame interferograms 

1. He-Ne laser, 2. Ruby laser, 3. Nd: glass laser, 4. Oscilloscope, 5. PIN diode detector, 

6. LY12 aluminum target,7. Optical plate, 8. Calorimeter, 

9. High speed frame camera, 10. Focusing lens ,11. Lens 

Fig.l 

(a) 2us (b) 8ns 

(c) 20us (d) 24ns 



(e) 150ns 
(f) 172^ 

Fig. 2 
Typical frame interferograms to show the emission characteristics of the air 

shock waves and vapor plume front 
. Laser flux of 10'W/cm1,  aluminum plate thickness of 2mm 

Fig. 2 

/25 



III.  CALCULATION OF VAPOR PLUME CHARACTERISTIC PARAMETERS 

On the basis of interferogram frame photographs associated 
with vapor plumes produced by laser and target coupling—as shown 
in Fig.2—it is possible to calculate the change characteristics of 
air shock wave and vapor plume front displacements as a function of 
time. With regard to t<50/xs, going through measurements for 
different instants of air shock waves or the distances vapor plume 
fronts spray away from target surfaces and using least square 
methods to draw up displacement change relationships as a function 
of time, one obtains 

s shock wave (mm) = 473t(/xs) (l) 
s vapor plume (mm) = 162t(Ms)        (2) 

Fig- 3.     The displacements of the air shock 

yaves and vapor plume front for «50us. 

Fig. 3 

From Fig.3, it can be seen that air shock wave speeds are 
approximately 3 times vapor plume front diffusion speeds.  The 
change relationships of their displacements as a function of time 
are approximately linear. 

With regard to the interferograms of Fig.2(d)—making use of 
Abel transforms and Laplace transforms—it is possible to obtain 
corresponding vapor plume refraction indices which are [1] 

<^D ~ ' ~ 2*(..1-i)(*« +T*'* + TDltl + ffBj/1) (3) 

In this, (no-1) = 2.76x10-4 is the refraction index of the 
surrounding air. k  is the laser wave length of interference light 
sources. R is the perturbation radius of interference striations. 
t is the Abel coordinate transform parameter corresponding to 
interference striations. Bi is the coefficient associated with the 
use of least square methods to draw up interference striation 
displacement functions. 

Due to vapor plume ionicity being very low, as a result, the 
contribution of vapor plumes to refraction indices is not only 



related to electron density Ne.  It is, moreover, also related to 
the influences of neutral atom density Na and ion density N+   On 
the basis of conditions of electrical neutrality associated with 
vapor plume plasma, it is possible to write the total particle 
density of a unit volume as 

N**N, + 2N. (4) 

As a result, under our experimental conditions—only givina 
consideration to the contributions of electrons and neutral atoms— 
it is, then, possible. Correspondingly, it is possible to write/26 

OL-I)  #. 
(«o-D N„    . 2<u20io- 1) 

(5) 

In this, op is vapor plume plasma frequency. o> is laser detection 
frequency. No is a Loschmidt constant. From equation (5), it is 
possible to obtain corresponding neutral atom density as : 

v -   «Wo'  y , (»-!)„■. (6) 

In this, e and me are, respectively, the electric charge and mass 
of electrons,  eo is the dielectric constant associated with a 
vaccuum. 

Considering the case of ideal gases, it is possible to obtain 
the corresponding pressure equation as: 

P = NKT = GV. + 2N.)KT (7 ) 

In this, K and T are, respectively, Boltzmann constant and 
temperature.  In order to determine vapor plume pressure p—on the 
basis of aerodynamic theory—the pressure pi behind an air shock 
wave with speed D satisfies the equation 

2D1 

°«7TT 
2D1    ,  . 

ri = P. TÖTT + *o 
(8) 

In this, po is air density,  y is the adiabatic index of 
dielectrics,  po is ambient pressure.  With regard to our 
experimental conditions, it is possible to select y = 1.4, po = 
1.29 kg/m2 , po 105 Pa, D = 473m/s.  Corresponding pi = is 
approximately 3.4xl05Pa. 



Considering pressure pi behind air shock waves, there only 
exist calibration relationships for recoil pressures associated 
with plasma on target surfaces during gasification [3] and 
experimental results [4].  it is possible to work out relationship 
curves for target surface pressures as a function of vapor plume 
axial distance (Z).  In conjunction, one gets from this pressures 
corresponding to interference striation positions which are 
approximatley p=18xl05Pa. 

If one believes that experimental conditions satisfy Saha 
equations [5] associated with ionization equilibrium 

in |;=rXio>-gHexp(-A)' 
(9) 
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Fig. 4    Distributions of vapor 

plume refractive index vs r and z 

Fig. 5    The density distributions of electron 

and atom in vapor plume vs r and z 

/27 
In this, GI and GA are, respectively, statistical weightings 
associated with ions and neutral atoms.  El is the first 
ionization energy associated with corresponding aluminum atoms. By 
contrast, vapor plume ionicity is 

n= N./(N. + N.) (10) 



6.4 

Fig. 6 

-l——T T— 

1 Z=3. 75mm 
2 Z=5. 21mm 

Fig. 6    Distributions of electron 

temperature ys r and z 

1.6 -1 -n—; 1— 
J   Z«=3. 7Smm 
2  Z=5.21mm 

Fig. 7    Distributions of 

ionicity vs r and z 

Fig. 7 

Due to h««KT, consideration is, therefore, only given to the 
contributions of persistant radiation and that is all.  On the 
basis of Kramer formulae, with regard to partially ionized vapor 
plumes with laser wave lengths of A = 1.06/xm, it is possible to 
obtain corresponding vapor plume absorption coefficients in respect 
to incident lasers [6] 

o= 1.6 X 10-KtfNIT-J 
(11) 



With regard to the vapor plume interferograms of Fig.2(d), 
produced by mutual laser and target interactions, from the analyses 
above, it is possible to obtain change curves as functions of axial 
and radial distances for corresponding vapor plume characteristic 
parameters (n-l)/(no-l), Ne, Na, T, i\, and a — as shown in Fig.'s 
(4-8). 

4.0 

3.2 

1 Z=3.75mm 
2 Z=5. 21mm 

12 

Fig. 8    Distributions of optical 

absorption vs r and z 

Fig. 8 

IV.  DISCUSSION 
/28 

From the change curve of Fig.9 associated with laser detection 
wave forms—under the same laser energy densities and through 
measurements when targets are placed and targets are not placed—it 
is possible to see that [7] average absorption coefficients 
associated with vapor plumes produced by lasers—with regard to 
incident laser energies—reach maximum values when t = 640/zs. The 
values are zero when t < 100/xs. Moreover, using interference 
methods for measurements—on the basis of t = 24/xs absorption 
coefficient change curves as functions of radial distances—it is 
possible to obtain the average vapor plume absorption coefficient 
with regard to incident laser energies—    o,.o.^«*»'o. 01cm_i 
As far as the initial time phase t<100jus associated with laser and 
target coupling is concerned, due to the fact that laser energies 
incident on the surface of targets are not high, vapor plume 
absorption with regard to incident laser energy is very small. 
Moreover, going through methods which measure and compare changes 
in laser wave forms before and after penetrating vapor plume 
regions in order to determine this small an average absorption 
coefficient is difficult. This is just explained by the fact that- 



-as far as the use of interference methods of diagnosis is 
concerned—laser plume absorption sensitivities with regard to 
incident laser energies are very high. 

Mmuzmunmrnm 
rujimmm\ 
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Fig. 9 
240        640       10-10 

t /(vs) 
(b) 

Fig. 9    Absorptivity of the incident 

laser beam for vapor plume laser 

flux of 1. öXlCW/cm1 

(a) The wave suope of laser beam 

through the vapor plume; 

(b) The changes of optical thickness 

'with duration of laser pulse 
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V.  CONCLUSIONS 

i™« a?2   conditions where laser pulse widths are approximately 
lms and average power densities are approximately 107W/cm2 , 
interference frame photographs were taken of vapor plumes produced 
by laser and LY12 aluminum target coupling. Use vas made of 
relevent configuration equation sets associated with vapor plume 
plasma to solve for vapor plume interferograms produced by laser 
and target coupling.  In conjunction with this, characteristic 
parameters associated with corresponding vapor plumes were 
obtained 
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